
Specific Gravity   ASTM D792 1.12 1.16 1.13

Durometer Hardness A, 10 sec.delay  ASTM D2240 55 63 57

Tensile Strength   ASTM D412 PSI 719 1688

Elongation   ASTM D412 % 517 663

Tensile Modulus@300%   ASTM D412 PSI 359 600 463

Visual Color vs Standard   GLS-QC13 Pass

Sold-To Address: 

Notes:(1)The testing reported in this certificate of analysis did not occur in full compliance with ASTM/ISO
protocols; the samples tested did not undergo conditioning in accordance with ASTM/ISO protocols.(2)These tests were
performed at the manufacturing facility unless otherwise noted(~).(3)Testing was performed between the manufacturing
date & ship date. (4)Actual test dates available upon request.
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Test Description Test Ref. Test U. Min Max Act.Val.

Delivery Material Desc.

Customer Material Batch

PO Number Mfg. Site

Quantity Shipped Mfg. Date

Ship Date

6,599.999 LB 
11/16/2021 Process Order 

Material

VERSOLLANTM RU 2204X (NATURAL) 

McHenry Mfg Plant

11/12/2021

EM1001610410

Ship-To Address:  




