
Arkema Inc, CERTIFICATE OF ANALYSIS 

GOA messages: 

Material: 58783 

Batch 

Quanti ty: 44, O DRM 

Characteristic 

CHEMPOL® 717-0121 
ACRYLIC RESIN SOLUTION 

420# DROM 

Nonvolatile Material, % wt 
Solvent 
Color, Gardner 
Acid Value, Soln., mg KOH/gm 
Wt/Gal (lb/gal) 
Appearance 

Passing Responses 
Sparkling, Clr, Clr-Filtered 

Viscosity, Brookfield, cP 
#3 spindle@ 30 rpm 
25+/-2 DegC Brookfield LV 

Total Amine Value, meq HC104/g 
Date when Batch Was Produced 

Additional GOA Messages: 

Customer Number: 
Customer PO: 
Ship Date: 
Deli very Number: 
Order Number: 

Arkema 
Specifica tian Limi ts 

59. 50-61. 50

<-4.0 
27. 00-31. 00
8.00-8.25

600-900

23.0-27.0 
00/00/0000 

 
52120 
07/07/2022 
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Batch Analysis 

60.40 
Mix 
2.0 
31. 00
8.09
Clear

852 

26.0 
07/04/2022 

Haather Patrick. ausinass Qualily Loader For !nqulrias p!easa ccm!act Customer SelViœ al 1-877--331·8696 

TECHNICAL INFORMATION AND DATA REGARD!NG THE COMPOStTION, PROPERTIES OR USE OF THE PROOUCTS OESCRIBEO HERElN IS BELIEVED RELIABLE. 

HOWEVER NO REPRESENTATION OR WARRANTY IS MADE WlTH RESPECT THERETO EXCEPTAS MADE BY ARKEMA !NC. !N WRITING AT TIME OF SALE. ARKEMA 

INC. CAN NOT ASSUMERESPONSIBILITY FOR ANY PATENT UAB\UTY WH!CH MAY ARISE FROM THE USE OF ANY PRODUCT IN A PROCESS, MANNER OR FORMULA 

NOT DESIGNED BY ARKEMA INC .. 

CONTROLLEO COMPUTER PRINTOUT. VAUD WITHOUT A SIGNATURE 


