CERTIFICATE OF ANALYSIS

Rubber Vulcanizing Agent S200-1 PO No.:
Production Date: Mar. 15, 2023 Lot No.:
Items Standard Tested Result

Appearance Yellow Powder Yellow Powder
Sulfur Content % 99 £ 0.2 99.1
Heating Loss % <0.5 0.18

Ash Content % <0.10 0.06

Acid Content (As H2S04) % < 0.05 0.01

Oil Content % 1+£0.2 0.90

Sieve Residue (200 mesh) % <0.2 0.16

Quality: Approved
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